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HE . FRIRAS |
Type i b Original tested type /
FRFRELE (V) /bR
Nominal voltage i s | Capamtz/energz 70mAh
fifiA AH] 76 H R 4 ) v | () o
Description Primary Li- metal cell “ L1 content . | |
R % (kg) 0.00168 ST MEHTUR & WA |
Mass - " = Agpeamme silvery button metal shell i
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AR HE eaF QREGRFRAEFAM ) %8 38.3 & UNITED |
Test standard NATIONS Manual of Tests and Criteria 38.3 ST/SG/AC.10/11/Rev.8
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Altitude simulation F1E Passed "Thermal test T Passed
T.3 Tah il SWRTIETE L
Vibration Tt Passed Shock T Passed
T.5 AhHR K0 i A | T.6 $5 /& R
External short circuit Tht Passed Crush it Passed
T.7 it & 76 B / T.8 il LA 7% Passed
Overcharge Forced discharge . B!
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